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210  BIANCO 281  AVORIO 209  GHIACCIO 275  TORTORA 205  NOCCIOLA

203  TERRA 201  MORO 263  ANTRACITE 285  BOTTIGLIA 202  BORDEAUX

287  BULGARO 226  NATURALE 212  GIALLO 211  ROSSO 200  NERO

216 CARAMELLO 217 SABBIA 213 BLU AVIO



Il cuoio contract è un materiale ottenuto dalla concia mista al vegetale della crosta bovina rifinita con resine 
poliuretaniche a base acquosa con fissativo nitrocellulosico. È ottenuto da una concia di sali al cromo e 
rifinito a pigmento. Questo materiale ha un’ottima tenuta nel tempo. Il cuoio è ottenuto dalla macellazione 
avvenuta per scopi alimentari. Nessun bovino è stato abbattuto per il solo consumo di articoli di arredamento.

Contract leather is a material obtained by the vegetable tanning of 100% bovine crust finished with water 
base polyurethane resins with nitro cellulosic fixer. It’s obtained by a chromium salts tanning and a pigment 
finishing. This material has a high resistance in the time. Leather is obtained by the butchering for feeding 
purposes. No bovine has been therefore killed only for furnishings consumerism.
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average hide size: 1.6/2.0 mq
average thickness: 2.4/2.6 mm
weight: approx. 0.5 kg per mq
flammability: complies California Technical Bulletin 133

dimensione media pelle: 1.6/2.0 mq
spessore medio: 2.4/ 2.6 mm
peso: circa 0.5 kg a mq
infiammabilità: rispetta il California Technical Bulletin 133


